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(This Report is issued subject to the terms & conditions set out below) Setsco Services Pte Ltd

18 Teban Gardens Crescent
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Tel : (65) 6566 7777
Fax: (65) 6566 7718

www.setsco.com
Business Reg. No. 196900269D

Your Ref: EQ-8100047463 quotation confirmed Date: 30/03/2020
Our Ref: CT-8500099820/3/THC Page 1 of 2
Subject : Non-combustibility test on Glass Fibre Reinforced Concrete (GFRC),

submitted by Opai (Singapore) Pte Ltd on 26/02/2020.

Tested for : Opai (Singapore) Pte Ltd
1 Bukit Batok Crescent
#18-14
WCEGA Plaza
Singapore 658064

Attn: Mr Francis

Method of Test : Non-Combustibility - BS 476 Part 4 : 1970

Description of :Four (04) pieces of 50mm x 50mm x 50mm thick Glass Fibre Reinforced
Sample Concrete (GFRC) were received on 26/02/2020 (See Photo. 1 in Annex A.)

Test Results :Table 1.
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Terms & Conditions:

(1) The Reportis prepared for the sole use of the Client and is prepared based upon the tem submitied, the services required by the Client and the conditions under which the Services are performed by SETSCO. The Report is not intended o be

representative of similar or equivalent Services on similar or equivalent items. The Report does not constitute an endorsement by SETSCO of the item.

(2) SETSCO agrees to use reasonable diligence i the performance of the Services but no warranties are given and done may be implied directly or indirectly relating to the Services, the Report or the facilities of SETSCO.

(3) SETSCO shall under no circumstances be liable to the Client o its agents, servants or representatives, in contract, lort(including negligence or breach of statutory duty) or otherwise for -~ (¥\1/%,
any direct or indirect loss or damage suffered by the Client, its agents, servants or representative howsoever arising or whether connected with the Services provided by SETSCO herein.

(4) The Report may not be used in any publicity material without the writien consent of SETSCO.

(5) The Report shall not be reproduced in part or in full unless approval in writing has been given by SETSCO.
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*The results reported herein have been performed in accordance with the laboratory’s terms of accreditation under the Singapore Accreditation Council.

Accredited
Laboratory

SAC-SINGLAS
LA-1993-0051-C
LA-1993-0067-G
LA-1994-0068-A
LA-1987-0001-B

LA-1998-0144-D
LA-2000-0181-F
LA-2012-0518-E
LA-1987-0001-B1
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Our Ref: CT-8500099820/3/THC Page 1 of 1

Annex A

D/R: 26/02/2020
Opai (Singapore) Pte Ltd

Photo. Four (4) pieces of 50mm x 50mm x 50mm thick Glass Fibre Reinforced Concrete
(GFRC) cubes were received on 26/02/2020



